
(Client Department) (Production Department)

(Product) (Titanium diboride)

2026/9/10
(Report Date)

 (Particle 
size) 10-20μm

(Analysis Results)

(Chemical Composition)
Wt%

(Analysis)

Ti 68.35

B 30.83

C 0.41

O 0.28

Other 0.13
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(Quality Testing Department)

(Examiner) (Inspector)
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