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CERTIFICATE OF ANALYSIS

Reference number: TR2026081202 (source reference only)

Client Department Production Department

Product Titanium carbide

Particle size D10: 0.544 um D50: 1.185 um D90: 2.408 um

Analysis Results Test item / Analysis

Total C, % 19.1

Free C, % 0.23

O, % 0.8

Fe, % 0.08

Si, % < 0.005

Ca, % < 0.005

N, % < 0.5

Ca, % 0.005

Na, % < 0.005

K, % < 0.005

Al, % 0.01


